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HOPSTECH INDUSTRIES LIMITED
ROOM 1411, BLK. A,

HOI LUEN IND. CENTRE,

55 HOl YUEN ROAD, KWUN TONG,
KOWLOON, HONG KONG

The following samples were submitted and identified on behalf of the client as

RACER

Style / Item No. : 12051

Buyer : INFINITOY, INC.

Manufacturer : HOPSTECH INDUSTRIES LTD.
Country of Origin : CHINA

Country of Destination i USA /EUROPE

Labeled Age Grading : FOR AGES 6 & UP

Sample Receiving Date ] JUL 15, 2010

Testing Period : JUL 15,2010 TO JUL 20, 2010
Test Requested : Please refer to the result summary.
Test Method & Results : Please refer to next page(s).

Result Summary

Test Requested Conclusion
European Regulation (EC) No. 1907/2006 (REACH) PASS
Annex XVII and its amendments —

Cadmium content (Formerly Directive 91/338/EEC)

Signed for and on behalf of
SGS-CSTC NANSHAN Laboratory

P, o=

Lui Tat Wah, Wallace
Senior Technical Manager
CNAS Approved Signatories
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Test Results

European Regulation (EC) No. 1907/2006 (REACH) Annex XVII and its amendments —
Cadmium content

Method : With reference to EN 1122: 2001, Method B.

Test It Result (%) Detection | Permissible
EElAEHT 1-3 Limit (%) | Limit (%)
Cadmium (Cd) D 0.0005 0.01
Comment PASS -- --

Composite Sample Description :

1. Blue Plastic (Zoob Pieces) + Red Plastic (Zoob Pieces) + Grey Plastic (Zoob Pieces)
2. Black Sft Plastic (PVC Tire) + Dk. Grey Plastic (Wheel w/ Axle)

3. Multi-Color Coating on Paper (Instruction)

Note : 1. % = percentage by weight
2. ND = Not Detected

SGS authenticate the photo on original report only

*** End of Report ***
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