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HOPSTECH INDUSTRIES LIMITED 
ROOM 1411, BLK. A,  
HOI LUEN IND. CENTRE,  
55 HOI YUEN ROAD, KWUN TONG,  
KOWLOON, HONG KONG 
 
The following samples were submitted and identified on behalf of the client as : 
ZOOB JR 15, ZOOB JR 30 
 

Style/Item No. : 13015, 13030 

Buyer  : INFINITOY, INC 

Manufacturer  : HOPSTECH INDUSTRIES LTD. 

Country of Origin : CHINA  

Country of Destination : USA, EUROPE 

Sample Receiving Date  : AUG 01, 2008 

Testing Period : AUG 01, 2008 TO AUG 04, 2008 
 
 
Test Requested : To determine the phthalate contents in accordance with European Directive 
  2005/84/EC.  
   
 
Test Method : With reference to ASTM Method Designation D3421-75. Analysis was performed by 

Gas Chromatography / Mass Spectrometry. 
 
 
Test Results  : Please refer to the next page.  
 
 
Conclusion : When tested as specified, the submitted samples comply with the phthalate 
  requirements stated in European Directive 2005/84/EC. 
 
 
Remark : The test results of group 2 is extracted from the report No. 2189568/TY and group 3 is 

extracted from the report No. 2193581/TY where the sample are claimed to be identical. 
 

 
Signed for and on behalf of 
SGS Hong Kong Ltd 
 

 
_____________________   
Po Ho Chuen, Louis 
Section Manager 
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Test Results : 
 
 
For all toys and childcare articles 
 

Test item  1 2 3 Detection Limit Limit 

Dibutyl Phthalate  (DBP) ND ND ND 0.003% 0.1% 

Benzylbutyl Phthalate (BBP) ND ND ND 0.003% 0.1% 

Bis-(2-ethylhexyl) Phthalate (DEHP) ND ND ND 0.003% 0.1% 

Total (DBP + BBP + DEHP)  <0.01% <0.01% <0.01% -- 0.1% 

 
 
For toys and childcare articles that can be placed in the mouth 
 

Test item  1 2 3 Detection Limit Limit 

Diisononyl Phthalate (DINP) ND ND 0.027% 0.01% 0.1% 

Di-n-octyl Phthalate (DNOP) ND ND ND 0.003% 0.1% 

Diisodecyl Phthalate (DIDP) ND ND ND 0.01% 0.1% 

Total (DINP + DNOP + DIDP)  <0.03% <0.03% <0.041% -- 0.1% 

 

Sample Description : 
1. Red Soft Plastic (Binding) + Red Plastic (Zipper Teeth) 
2. Blue Plastic (Connector) + Red Plastic (Connector) + Yellow Plastic (Connector) 
3. Red Soft Plastic (Ball) + Yellow Soft Plastic (Ball) + Transparent Plastic Sheet (Bag) 
 
 
Note : 1. ND = not detected 
 2. < = Less than 
 3. % = percentage by weight 
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*** End of Report *** 
 


